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ABSTRACT

Life test results on jet rinsed transistors are discussed.

Initial and 1ife test results are presented for transistors on
which surface passivation by oxidation was attempted.

Our welding procedure was investigated and it was determined that
erratic results were obtained due to insufficient control over

the dessicant which is dispensed during this operation. Steps
have been taken to correct this situation.

Work on the failure analysis of units as received from production
is described.

Experimentation on surface passivation by organic coats have been
continued and life test resuits are given. Changes in the electrical
parameter are reported for coated and non-coated unwelded transistors
during a humidity cycle.

A new method has been proved out for introducing helium into the
welded transistor for purposes of leak detection. Funds for a
helium ieak detector have been approved and an order has been
placed. Work on associated equipment is in progress.

In the course of work on the activation of our present dessicant,
CaS0), it was found that molecular sieve pellets give superior
results, particularly during high temperature storage.

Work has started on the redesign of the internal clip and data are
presented,

Results are given for approximately 1,000 transistors with ten

mil thick collectors versus about 750 transistors with our

standard five mii collector.



Prototype jigs have been designed and built which will reduce

by a factor of three the number of times an unwelded transistor

is handled from final surface treatment to welding.

A homogeneous lot of 3,000 transistors was manufactured and put on
90%, 125°, and 145°C storage test, elevated temperature cut-off
test and step-stress test. Results are presented and failure

modes are discussed.
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II  PURPOSE

Production Engineering Measure (PEM) for improvement of production
techniques to increase the reliability for the transistors designated
below.

This shall include all work necessary to establish capability to
manufacture the specified transistors utilizing the improved production
techniques including all quantities of samples to be delivered, actual
modification of production equipment to incorporate the improved technique,
performance of the necessary tests to demonstrate the capability of the
improved production line and the preparation and distribution of reports.
The above work shall be performed for the following item:

Germanium Alloy Transistor types 2N2974, 2N10ll or 2N1120 with a
maximum operating failure rate of 0.05% per 1,000 hours at a 90% confidence
level at 95°C as an objective. The failure rate is an objective and as
a minimum all process improvements specified below will be performed
toward attaining or exceeding the specified failure rate.

PROCESSES 10 BE IMPROVED

a. Cleaning Procedure
b. Surface Passivation by Oxidation
¢. Surface Passivation by Organic Coats
d. Activation of Desiccant
€. Redesign of Internal Clip
f. Redesign of Collector Pellet
g. Handling in Production of Transistor Sub-Assemblies and Piece Parts
h. Hermeticity
In accordance with the letter by the Contracting Officer, dated
5 February 1963, items d. to g. above replace the following two processes
3.




specified in the original subject contract:
1. Novel Method of Alloying
2. Increase in Emitter Efficiency
Also in accordance with the letter the
"Punch-through Limited Transistors" was not

in the contract.

proposed process improvement,

added to the processes specified



III.1  CLEANING PROCEIURE AND SURFACE PASSIVATION BY OXIDATION

Most experiments were performed in matrix form with various rinsing
treatments and bakes as the factors. In the presentation of the results !
it will therefore be necessary to combine the same data in several
different ways. Where il seemed desireable, data from two or more nominally
identical experiments have been combined. Most of the experiments in this
section were placed on 145°C storage far relatively rapid evaluation of
reliability. For a correlation of 145°C storage with storage at 125°C
and 959C see Section III-8.

In general, treatments were evaluated on the basis of Icbo and Iebo,
both measured at 60 volts. Ib has contributed to failures only in a very
minor fashion, and hence it has usually been omitted from the presentation
of results.

In the course of the surface work the soundness of the following
procass was questioned: after final surface treatment the clip connw‘ting
the emitter and base ring to the terminals is fused electrically so as to
open~circuit the shorted emitter-base connection. It was suspected that
metal vapor generated during the' fusing might deposit on the germanium
and affect the reliability of the transistor. Experiment 13 was, in part,
designed to point out any difference between units with fused clips and
units which had the clips cut. As can be seen from the frequency
distributions, Exhibit 1, of Icbo at 0, 72 gnd 168 hours of storage at
145°C no significant difference was found. Hence, in the experiments to
be described, the clips were usually fused. However, as a precaution the
experimental units had the clips fused before rather than after etching.
This precedure also made it possible to eliminate from the experiments
any transistors with high emitter-base floating potential.

s et



The foilowing rinsing procedures were employed:

1)

2)

Jet rinsing of individual units with ultra-pure water from a
Barnstead unit as described in the second quarterly report. The
temperature of the water varied from 60 to 210°F.

The above rinsing procedure followed by drying with a nitrogen gun.

Following rinsing units were given the following bakes in randomized

experiments:

1)
2)
3)
L)
A)

Dry oxygen baking from 50 to 150°C.

Dry nitrogen baking from 100 to 150°C.
Oxygen and steam baking from 100 to 150°C.
Nitrogen and steam baking from 100 to 150°C.

Results - Jet Rinsing_

In the second quarterly report is was stated that Jet rinsing
had no effect on the initial distributions of Icbo, Iebo and Ib.
This was further confirmed during the early part of the third
quarter, As will be seen below the sa'me is true for performance
during high temperature storage.

Exhibit 2-A shows frequency distributions of Icho and Iebo

‘at 60 volts at O, 168 and 333 hours storage life (145°C) for units

which were rinsed until the resistivity of the outlet water
approached that of the inlet rinsing water. Exhibit 2-B shows
corresponding results for units which have been given a final 10
second rinse. The two sets of distributions are very similar and
we conclude that no difference exists.

Exhibit 3 makes a comparison on the same basis as the above
between units which were given a hot water rinse in the region of
180 to 190°F and the units which were rinsed in the region of 70°F.




Again the conclusion is that no difference exists between the
hot and cold rinse.

Exhibit l; compares the Icho at 60 volts of hot rinaed
units and control production unite at 0, 168 and 333 hours of
storage at 145°C. The conclusion once more is that rinsing has
no effect on units.

All the above evidence is typical of what has been found
in regard to the effect of rinsing on reliability. Of course,
it is alwgys possible that the beneficial effects of a treatment
are masked by extraneous effects., Thus it might be advisable
to have another look at jet.rinsing at a later stage. For the
time being, however, no further work on Jet~rinsing is plamned,

Results - Surface Passivation by Oxidation

In summary, bakes at around 100% in a dry oxygen atmosphere
gave the best results initially and after high temperature storage.
Bakes at the same temperature in dry nitrogen were only slightly
inferior. Bakes in wet atmospheres invariably gave significantly
poorer results.

Since our baking procedure in dry nitrogen, though in
principle quite similar to our production procedure, nevertheless
gave better results than the latter, the suspicion aroses that some
of the production equipment is contaminated. This is being
followed up. -

Exhibit 5 shows the effect of 145°C storage on the Icbo

- distributions of three groups: a control group, a group that

was baked at 150°C in dry oxygen and a group that was baked at 150°C

Y

in dry nitrogen. No significant differences between the groups are

1.




apparent at 168 and 333 hours of storage.

In Exhibits 6 and 7 similar data are shown for bakes in dry
oxygen and nitrogen at 100°C. Exhibit 6-A presents the zer. hour
distributions of Icbo for the three groups. A somewhat tighter
distribution is apparent for the oxygen group than for the
nitrogen and control groups, Exhibit 6-B shows the same groups
after 333 hours of storage at 145°C.

" Evidently, the control group has a broader distribution
than the other groups. Note that the only failure (Icbo > 6 ma
at 60 volts) in the oxygen-baked group is an open due to a
faulty solder contact between the base ring and clip. The
statistically significant high incidence of failure in the
nitrogen-baked group is puzzling since the distributions for
oxygen and nitrogen baking are equally tight. Both have a
"normal” gppearance even though an obvious shift has taken
place.

Much the same conclusions mgy be drawn from the Iebo
distributions for the above groups (see Exhibits 7-A and 7-B).
The ef;t‘ect of oxygen baking at 100°C is to retain better than
gero hour distribution, the first interval being the most heavily
populated. The effect of nitrogen baking at 100°C is not as
marked but still decidedly better than the control, the first
and second intervals being equally populated.

These results gain in significance in that they represent
data from three different experiments.

In Exhibits 8 and 9 we compare the effect of 100°C bakes in
dry and wet oxygen. Here, wet oxygen denotes oxygen bubbled through




hyper-pure water at 70°C. Exhibit 8-A shows the zero houwr
distributions for Icbo at 60 volts, The group baked in wet
oxygen has strikingly higher leakage currents than the group
baked in dry oxygen. The corresponding distributions after
333 hours at 145°C storage are shown in Exhibit 8-B. The
distributions of the two groups are more nearly similar than
at zero hours but the wet oxygen-baked group has a longer tail
resulting in failures where there are none in the dry oxygen-
baked group. The corresponding distributions for Iebo at 60
volts are shown in Exhibits 9. The zero hour distributions
for the two groups are gquite similar (see Exhibit 9-A).
However, after 333 hours at 1L5°C storage the wet oxygen-baked
group has higher leakage than the dry oxygen~baked group. The
two distributions have similar tails. (Exhibit 9-B)

Further experiments along’ these lines have been made and
put on high temperature storage. Provided the above results can
be reproduced, a 100°C bake in dry oxygen will be recommended to
production.

Investigation of Welding Operation

From the results reported so far it was falrly evident that
the effects of bakes under the above conditions wers partially
masked by other poorly controlled factors. Some posit:lye steps
towards tighter control have been taken. Far instance, when
transistors have to be moved from one location to another, they
are transported in a dry box on wheels through which a continuous
flow of nitrogen is maintained., Again, a start has been made at

baking caps at 200°C prior to welding.




One source of variability is the welding process. A
homogeneocus lot of transistors was divided into groups of
30-35 units which were welded consecutively. Exhibit 10 shows
the percentage of units within each group which had an initial
Icbo at 60 volts> 1 ma, With time, the fluctuations become
smaller and the percentage of high leakage units decreases.

Sealing results with respect to Icbo are shown in Exhibit 11
for 333 hours storage at 14,5°C, Here, Seal 1 denotes the first
set of units which were welded after the machine had been standing
idle, Seal 2 denotes units which are similar to those in Seal 1,
except that they were welded subsequent to the first group. One
can see that there is a cohsiderable difference 1n the number of
defectives, Calculation shows that there is a 95% probability
that this difference is significant. Exhibits 12-A and 12-B
show similar data except that the transistors denoted by Seal 1
were welded on a machine which had been in contimuous operation
for some time. No differences between Seal 1 and Seal .2 are
apparent. The relatively large number of failures is probablyi
due to the fact that during storage the oven accidentally ran
up to 160°C for a period of unknown length.

The' differences between the groups may have been due to
1) variations in ambient during welding, 2) differences in the
operation of the welder itself and 3) variations'in the moisture
control of the dessicant, CaSOh s which is automatically dispensed
during welding. In view of the fact that differences in the
reliability of subgroups occured between groups which were welded

consecutively, it was concluded that the ambient atmosphere is

10.




D)

not a major factor. An examination of units in different

groups failed to show up differences in weld quality., Failures
were helium leak tested and proved to have as low leak rates as
good units., We therefore feel quite certain that much of the
variability from group to group must be assigned to the dessicant.
This will be discussed in detail in a later section.

Failure Analysis of Production Rejects

This work is largely a continuation of the effort which
was started during the second quarter. It was realized that
high emitter-base floating potential arises from a non~uniform
current flow from the base into the collector. The effect is

large if the current density is high and confined to a small

area, preferably underneath the emitter. This does not necessarily

mean that the total current flowing into the collector is
particularly large. Non-uniform current flow can, of course, be

due to many causes such as flaws in collector alloying, non-wetted

regions, small areas which break down prematurely and cracks on the

dice. Only under extreme conditions can the surface lead to a
high floating potential.

In order to establish how severe a problem cracking of dice
was L3 units having an emitter-base floating potential p 0.5 v at
60 volte were dismantled and etched under a microscope. Of the
total (which represents about LO% of all units in this particular
lot) 18 units, i.e., L2% had cracks. These cracks appeared during
the etching procedure. Many originated on the emitter side of
the die under the base ring area. In most cases these cracks

became visible on the emitter side some time before appearing on




the collector side. The reason for high floating potential in
the remaining transistors has not been established though it
seems likely to be due to poor collector alloying. These
floating potential rejects originate, as previously reported,
mainly during the soldering of the alloyed assembly to the
header, Some units also fail during etching and a few during
welding and subsequent burn-~in. The percentage of these latter
failures seems to bear a proportionality relationship to the
percentage already having failed. This suggests that these
subsequent failures were potential failures due to stresses set
up during the alloying and/cr soldering operation. One of the
hypothesis being investigated is that there is a thermal mis-
match between the Nickel-Iron base ring and the germanium die.
The thermal properties of molybdenum are less critical and
approach those of germanium more closely. Units using th;s
material as base rings have been made up together with a
control group. Initial results indicate that fewer rejects
‘are generated by the molybdenum base rings.

As is to be expected there is a pronounced correlation
between floating potential and collector leakage. In an
experiment alloyed dice were selected which had a floating
potential (Veb)y 0.5 at 80 volts. The dice were then
processed and remeasured for (Veb)f and Ico with the following

results,

12,




Number with

(Veb)s ® 80Vbe N - ). 3 | T}

in volts Total Number of Units @ 80V 2> 1ma

£ 0,1 19 3 15.8
0.1 117 18 15.4
0.2 22 5 22,7
0.3 9 6 “ 6647
0.l 5 5 100.

0.5 12 11 91.7

.

The results are interpreted as follows. About 15 to 20f of the
transistors have a relatively high surface leakage on account of
surface conditions. High leakage in the remaining units is due
to bulk defects in the collector which may affect the reliability
of the units. Interestingly enough, 33% of the units with

(Veb)s = .3 volts and 8% of the units with (Veb)y 3 .5 volts have
relatively low leakage. Nevertheless, these units are of
questionable reliability. ‘

That high collector leakage in transistors with normal
floating potential is due primarily to surface conditions was
confirmed in the following experiment.,

Units with an Ico>1ma at 60 volts and having a floating

potential (Veb)f L.3v at 80 volts were uncapped and etched

electrolytically for an extra half minute. Distributions of
Icbo and Iebo bafore and after the additional etch are shown in
Exhibit 13, The etch brought about a dramatic improvement in
collector leakage but not in emitter leakage. This suggests

that under present conditions the etching of the emitter is

- optimized but that the collector is insufficiently etched. For




confirmation, the following randomized experiment was performed.

Control units (etched for 1% minutes) were run versus
units which had been given a regular etch and drying followed
by an extra % minute etch, rinsing and drying. There was a
noticeable difference between the two groups; the doubly etched
units showing a much tighter spread in Icbo at 60 volts (See
Exhibit 11). |

Thus there is much evidence that under present conditions
the collector could sometimes benefit by a longer etch. This is
not unexpected in view of the following. 1) Due to the geometry,
the hole flow pattern is such as to promote a higher etching rate
around the emitter than around the collector. This effect is
seen clearly in sections of etched transistors. 2) During
goldering, a film of indium is sometimes smeared over the
collector junction. The film can only be removed by extensive
etching. 3) Frequently, the soldered die fails to sit squarely
on the pedestal. In such cases non-ﬁniform etching of the collector
Junction is to be expected.

Although less germanium is etched awsy arocund the collector
than arouﬁd the emitter, it is more than adequate where conditions
2) and 3) are not present. This was demonstrated in experiments
w:l.th reduced etch tmes. Two approaches are being taken towards
the elimination of 2) and 3). First, work with a redesigned clip,
to be described in a later section, promises to improve aligmment
and reduce tipping. Second, a slight reduction in the diameter
of the pedestal is being planned,

14,
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It is expected that the above improvements will permit
a reduction in etch time without sacrificing low leakage. This
would be highly desireable because it would result in a lower
value of Veb.

In the course of the experiments with etching conditions
it was also investigated whether step etching is more effective
than continuous etching. Etches of 1 minute and # mirute followed
by another etch of % minute were tried. The latter etch proved
inferior whereas the former etch (1 + % minute) was about
equivalent to the control., Thus, nothing is to be gained from
step etching.

15.




II1-2

SURFACE PASSIVATION BY ORGANIC COATS

A)

[

Silane Coatinggﬁ- Life Test Results

Transistars, silane coated as indicated in the second
quarterly report,were subjected to 1L59C storage life tests.
On early lots silane coatings (a) changed the normal slow
deterioration in gain to a slow improvement, (b) showed no
significant change in Icbo or Iebo degradation or failure
rate.

Because of the evident improvement in gain and the low
confidence level of the changes in reverse characteristics,
larger quantities were coated and subjected to storage test
at 1459C., Exhibits 15 through 18 show a composite summary of
the frequency distributions of Icbo and Iebo of all coated
units versus the uncoated units, the latter having been
normalized to make their total equal to the number of
coated units. No significant effect of coating is dis-
cernible,

Results using the contract failure criteria are
summarized in the following tables.

100 Hours @ 145°C Storage Life Test

# Failures £ Failures
# Units Ichbo Tebo Icbo Tebo
Coated 364 L 1 1.1 0.27
No Coat 162 3 0 1.8 0
16.




B)

252 or 344 Hours @ 145°C Storage Life Test

# Failures % Failures
# Units Icbo . 18bo Icbo Tebo
Coated 118 L 1 3.4 0.85
No Coat 58 5 1 8.6 1.7

Improvement of significant magnitude due to coating is

doubtful. In particular, .the consistency between the 100 and

252 hour tables does not give weight to significance since mary

individual failures are in both groups.

The most striking, and puzzling, aspect of life tests on

coated units is the beneficial effect on gain, in spite of it

being no help to junction reverse characteristics. See, for

instance, Exhibit 19. The superiority of coated units against

gain degradation is fairly clear and consistent. Unfortunately,

in terms of contract specification it is not important, that is,

gain is rarély a source of fajlure. No gain failures were

observed that were not simultaneous with collector failure.

Several hundred additional units have been coated and as

completed, their life test data will be added to these.

In addition, some of the coated units will be tested at

125°C instead of 145°C. The intent here.is to strengthen the

applicability of the conclusions from the high temperature
(145°C) to the 95°C contract objective. .

Little more of this coating will be done, subject of
course to reconsideration if the above conclusions: change.

Silicate Coatingﬁ- Life Test Results

During the second quarter some transistors were given an

17.
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alternate coating derived from ethly silicate. As an example,
1ife tests on lot F 1-20 are shown in Exhibits 20, 21 and 22.
As compared to uncoated controls, no significant effect on
reverse characteristics is found for these coatings. Effect

on gain is slight if significant and in any case less than

on silane coatings. No future work is planned on ethyl silicate
coatings.

Silane Coating - Vacuum Procedure

In addition to the flushing type silane procedure discussed,
silane coating can be applied at reduced pressure within a vacuum
system. Here the higher diffusion rates at low pressures offer
a potential .advantage in uniformity and coverage. Regions with
limited access such as the edge of the collector junction might
profit from its use. Though much less convenient from a
production standpoint, it seemed desirable to see whether or
not its coatings would provide superior reliability.

Briefly its operation consists of the following steps:

1) Evacuation of the gystem.

2) Distillation of chloro-trimethyl silane to a measuring
chamber, adjusting its wolume to 2 units by pumping off
the excess, and vacuum distillation transfer to a sample
reservoir.

3) Repeating (2) above for 9 units of di-and trichloro
silane.

L4) Evacuation and subsequent back £illing to a desired
water partial pressure, 6:( the reaction chamber with

the transiators. '
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5) Addition of the silane mixture to the reaction chamber.

6) After the reaction period, evacuation, then air filling
and opening of the reaction chamber.

7) Air bake of the units for 2 houras at 125°C.

8) Covering of the transistors with acetone, boiling three
minutes, and decanting.

9) Repeat of (8) above for a total of three times.

10) The units are then baked in air for two hours at 125°C
and capped.

A few lots of transistors have been coated and if their life

test results look promising, this work can be expanded.

Electrical Test:lig[ of Uncapped Units at Higlﬂelative Humidity

With a view towards evaluating the permeability of silane
coatings, open units were tested electrically under high humidity
conditions., Icbo and Iebo we:é chosen as the parameters most
sensitive and watched for changes from the dry to the humid state.
In order to establish equilibrium, exposure lasted at least two
hours and often overnight.

The humid atmosphere was generated by mixing water saturated
and dry nitrogen and argon, the relative humidity being controlled
by the relative proportions. With the transistors in racks in a
plastic bag with gilove inserts in which a transistor test socket
was mounted, it was possible to store and test units without
exposure to other than the controlled atmosphere.

Early in the testing it was apparent that from dry to 30
or 50% relative humidity, large variations between units were
present. Some junctions showed no change while others increased

19.
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by more than an order of magnitude. In general these changes
were small for silane coated units in comparison to uncoated
controls. Typically in Lot T at S50% relative humidity the mean
Icbo for coated units was .09 ma versus L. ma for uncoated units.
As this testing progressed it soon became apparent that not all
uncoated junctions were affected by a selected high humidity.
For example, in Lot T referred to above, the emitters of the
uncoated reference units showed little change at 50% relative
humidity. The Iebo mean increased from .O4 dry to only .05 ma
humid,

Less drastic but variable effects of dry versus humid
tests are shown in Exhibit 23. With dry versus 30% relative
humidity values of Icbo plotted on log-log graph paper, units
showing no change fell on the 45 degree line. Units with high
Icbo's due to humidity fall to the right of the line. Here,
the coated units show relatively little change, probably a
slizht improvement in the high relative humidity state.
Uncoated units show far more scatter, the extreme changing
more than an order of magnitude.

The variable effect of humidity is probably due to the
residual state of the surface where the junction emerges, its
contamination, oxide form, etc. If these same factors are, in
part, responsible for life test failure and degradation, then
humidity testing and sorting might result in improved reliability.
This hypothesis is observed to be consistent, at present, with
the fact that our emitter junctions generally deteriorate less
than the collector junctions.

20,
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Several hundred units have been tested at high humidity.
Correlation or lack thereof after completion of their life
tests should establish the usefulness of this technique.
Failure Analysis

On checking over a group of failed units accumulating for
failure analysis, it was noticed that Icbo and Iebo values had
decreased considerably since the completion of the 1L5°C storage
life test. Exhibit 2l shows the results of 30 day room temperature
recovery. All units show significant recovery, averaging a
reduction by 50% in reverse current. It is interesting that
this applies equally to the good emitters as to the failing
collectors on these same units. This adds sﬁpport to the
hypothesis that some of the "bad" units are being affected by
the same mechanism as "good" units.

These same 16 units were opened to atmosphere and measured
after one and alsc after twenty-four hours. No change was
noticed except for /one unit which showed a dramatic Icbo drop,
from 5.0 to .5 ma.

In the quest for a better understanding of the failure
mechanism it seemed desirable to try to determine whether:

1) Failures are units in the tail of the normal distribution

of all the units or,

2) Whether failures are the result of an occasional chance
occurrence having no bearing on the general degradation
of the bulk of the units, '

One of the simplest ways of indicating this is to plot the

data on a graph with a probability scale. Here the cumulative

a.
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normal distribution yields a straight line, the deviation from
which is relatively easy to recognize. Lot L of silane coated

units are shown before and after a 100 hour storage life test

at 1459C in Exhibit 25. Here the distributions are suprisingly
normal. Well within a factor of two, the number of failures
are anticipated at any specification level, from the behavior
of the bulk of the units.

This result was also confirmed 6n a larger lot of 300
uncoated units. This means that a.aigniﬁcant part of the
fallures are due to a mechanism operating on most of the units.
It does not, however, rule qut the possibility that part, perhaps
up to half of the failures at our specifications, are due to an
occasional mechanism affecting only a few units. These points
are discussed further in Section IIi-G.

22.
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11I-3 HERMETICITY

A new method of leak deteotion has been evaluated. The method
consists of saturating the dessicant (cusoh powder) with helium,
introducing the dessicant into the unit prior tc welding and testing
of the welded units on a Veeco mass spectrometer prior to any further
operations. Presence of helium in the units was verified by drilling
holes in the caps of non-reading units and re-testing with resultant
off-scale readings. Some drilled units were tested daily to determine
if a large lsak could lose so much of the helium that a catastrophic
leak could pass the test due to a time lapse between welding and
testing. After one week these units sill produced high readings,
thus demonstrating that time lapse is not important to this method.

The trial consisted of introducing the helium into the dessicant
simply by a regulated flow from a tank of helium into the heated
dessicant container at the welder, ailowing a period for initial
ut_uration, then sampling the production. It was found that a flow
of 5 cfh for 2 hours would sufficiently activate the dessicant to
produce good results, and then the flow could be reduced to 2 cfh.

Leak testing of welded assemblies has been done on a sampling
basis to prove out the above method of leak detection.

The main advantages to this method are the rapidity of testing,
since it eliminates the normal four hour pressurizing procedure; the
ability to detect smaller leaks, since more helium is in the unit with
a smailer leak than can be introduced by pressurizing, and the froodom
of the unit from heiium trapped in exterior :revices which would cause
small indications which could be read as small leaks.

23.
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The method will be a part of the process, with helium piped from
a central supply through refrigerated drying columns to the dessicant
dispenser on the welder, and a mass spectrometer adjacent to the welder
to be used in continuous sampling of the product, both for control of
the weld process and assurance of a small probability of escape of
leaking units. A manifold capable of testing 2L units simultaneously
is being fabricated, and a mass spectrometer is on order. .

As will be described in the next section, there is a possibility
that molecular sieve will be substituted for the calcium sulphate
dessicant now in use. Hence, an experiment was made to determine if
this method is applicable to the sieve. The molecular sieve pellets
were activated for one hour at L400°C in a helium atmosphere, removed
and after a time lapse of approximately 15 minutes were inserted and
welded into units which were tested in the mass spectrometer. No
leaké were found and presence. of the helium in the unit was verified
by twisting a terminal to break the seal, whereupon off-scale readings
were obtained.

When this method is installed all of our subsequent handling
procedures will be scrutinized to eliminate any practices which could
cause excessive stress to the glass-to-metal seals, which are the
weakest part of the unit and the most probable area for dnnge

The tentative plan for sampling calls for contimuous sampling of
batches of 2l units, which will allow testing of 1/3 of production while
the welder is operating. The non-operating times will be utilised in
screening vprodﬁction lots which gave evidence of leaks. Corrective
action will be initiated upon finding a single leak in a sample.
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Pending introduction of this method as a documented procedure,
daily sampling will be performed to establish the normal occurrence

of defective welds.
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III.L,  ACTIVATION OF DESSICANTS

As described eariier, the majority of life test failures during the
last few months have been diode failures. Furthermore, failure analysis
indicated that most of the diode fallures were due to deterioration of
the suz,'face. After consultation with the Signal Corps, it was therefore
decided to investigate the effect of dessicants.

Since then, further evidence has come to light which strongly
suggested erratic behavior of our dessicant, i.e., CaSOh powder. In
Section III-1 we described a comparison of two groups of transistors
from a homogeneous lot: group i1 was welded on a machine that had been
standing idle while group 2 was welded on the same machine immediately
following group 1, Frequency distributions were far broader for group
1 than group 2 and life test data also favored the latter group. The
following explanation fits the facts. When the welding machine is idle
room air backs into the dessicant dispenser, and powder near the bottom
outlet absorbs moisture even though dry nitrogen is passed into the top
of the dispenser at all times.

The above was an extreme case. During further work it became evident
that the CaSO), produced erratic effects not only as far as the first units
after welding start-up were concerned but also in contimuous operation.

While investigating possible reasons for this, i.t was found that
the dispenser was heated insufficiently so that the dessicant was not
maintained at & minimnm temperature of 125°C as specified. In order to
correct this situation new heaters have besen installed in the dispenser.
It remains to be seen whether this will lead to greater uniformity of the
product.,

During work on the optimum activation temperature for c.soh we also
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looked into the possibility of using other dessicants and found that
molecular sieve gave improved results as far as initial electrical
parameters were concerned.

Consider, for instance, one of the early experiments comparing 018%
with molecular sieve powder and molecular sieve pellets, The CaSOh was
activated 48 hours at 170°C, and the molecular sieve powder and pellets
were activated at 300°C for 8 hours. One hundred units were chosen at
raniom from the production line. These units were divided into three
groups and capped with calcium sulphate, molecular sieve podwer and
molecular sieve pellets,

The distributions of Icbo at 60 volts, Ib at Ic » 10 a and Ib at Ic =
+5 a are shown in Exhibit 26 for the dessicants CaSO}, and molecular sieve

pellets. Distributions for the molecular sieve powder are not shown

- because the powder gave only marginally better results than the CuSOh.

Units containing molecular sieve pellets however, are considerably better

‘on Ico at 60 volts, slightly better on high current gain, and about equal

in low current gain.

On the basis of such results a gz;orup of experimental units were
fabricated for life testing. These consisted of 35 CaS0}, filled units and
35 units containing molecular sieve pellets. Initial average lot values
showed Icbo and Iebo of the molecular sieve group was slightly lower than
the control group. The molecular sieve average Ib however was slightly
higher than the controls. This showed that the molecular sieve produced
8 humidity within the package that was less than optimm for Ib but closer
to optimum for Icbo and Iebo,.

A storage test was run at 145°C for a total of 333 hours. Exhibit 27-A
shows average lot values at 0, 4,8, 168 and 333 hours for Icbo and Iebo. The
corresponding values for Ib at Ic = 2 a are shown in Exhibit 27-B, .
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The change in all molooular sieve parameters is less than LOE that
of the control group. The control group produced four Ico failures and
one Ib failure out of 32 total units while the molecular sieve produced
no failures. Distributions of Icbo for CaSO; and molecular sieve pellets
are plotted in Exhibit 28,

Although the failure rate in the comtrol group was untypically high,
the units in the molecular sieve and control groups were picked at random
from the smme mamufacturing lot so the difference must be attributed to
to the molecular sieve at this time. This experiment has been continued
on life test for measurement at 667 and 1,000 hours. ‘

Beacuse of the initial success with the molecular sieve pellets
it was decided to run additional larger experiments. The pellets were
activated at 310°C in a constant flow of dry nitrogen. IDuring tranafer
to preduction they were stored in a nitrogen box which had a continuous
flow of gas. Thus, the pellet was in contact with room air only during
trmatortruthommwotothedwhumdfmﬂubutoﬂunldin(
head. Units made ul.th thue pellets look promising and are at pruont
on storage life.
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III-5 REDESIGN OF INTERNAL CLIP

The major problem with the present clip is that the emitter tab
fails to penetrate into the emitter about 80% of the time, thus preventing
the body of the clip from resting against the base ring of the unit. As
& result there is poor soldering or a lack of soldering between clip and
base ring, and additional hand soldering becomes necessary. Soldering
outside the hydrogen atmosphere of the furnace requires flux which can
spread on the unit and base. This flux is removed in a trichlorethylene
bath, However, it is doubtful if all flux is removed in all cases with
the remaining flux being a detriment to reliability.

A second difficulty with the present clip is that the three tabs
which are bent about 90° to the clip body sometimes rest on top of the
clip after soldering. This prevents proper setting down and soldering
and also allows the die to be tipped and misaligned on the dimple. A
misalignment can place part of the collector junction in a position with
respect to the dimple that prevents proper etching and rinsing. It can
also cause some indium to run across the junction.

The clip was redesigned as shown in Exhibit 29. A fourth tab is
added and all the tabs are lengthened so as to provide good centering of
the die before and during soldering.

It can also be seen that the redesign provides for a decrease in the
cross-sectional area of the clip at the points where fusing takes place.
This substantially reduces the current required for fusion and, hence,
the amount of vaporized brass or tin.

Two lots of the ﬁeu clips were run with the result that they settled
into the emitter and against the base ring with a greater frequency than
the present clips. The conclusion was that either the slightly heavier

290
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weight of the clip pressing down on the emitter tab or the amount of
tinning on the clip aided in wetting and settling, or both.

To investigate the amount and conaistem.;y of tinning, a number of
clips from various lots were sectioned and microphotogrephed. These
sections showed large variation in the thickness of the plated tin coat
between each side of the same clip, between ciips, and between lots of
clips. | |

Incoming inspection procedure has been modified to insure sufficient
tinning on accepted lots., Also two special lots of tin clad brass clips
have been ordered to determine the difference, if any, between tin clad
and tin plated clips.

As indicated above, the greater' weight of the new clip appeared to
improve the quality of the solder joints. Further efforts at improve--
ment were made aglong two avenues.

First, a jig was made to bend the tip of the present emitter tab
90° 80 1t enters the indium edge first. Also a lot of modified clips
were ordered according to this des:!.gn as shown in Exhibit 30. The
1dea was that by dearsasing the initial contact area between the tab
and the moiten indium the former would sink into the indium more readily
_and thus permit' settling of the ciip assembly. In addition, this should
" also improve the wetting of the emitter tab

In the second approach, weights wﬁm employed during soldering. Ome
hundred small graphite weights %3-&.. ky 3o thick were mede. Several lots
of clips including present clips s newly designed clips, and 90° emitter
tab modifications of both, were run with these weights. 'Results in a

run incorporating the various approaches are shown in the following
table.
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# of Transistors Without Gap

Soldering Botween Base R%E§>and Clip :
1) Present clip 6/50 :
2) Present clip with
modified emitter tab 15/50
3) New clip Lh/50
L4) New clip with 2Lh/25
modified emitter tab 20/25
5) New clip with weights 80/80

(carbon disk resting
on emitter tab hump)

6) Present ciip with weights L5/50

The results can be summarized as follows. Setting of the clips is
greatly assisted by weights. The new clip design is a substantial
improvement over the presently used design. The merit of the 90°
modification is clearly established for the present clip but is in doubt

for the new clip.

3.
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11I-6 REDESIGN OF CGLLECTOR PELLET

At “he time the transistor was designed it was decided to make the
collector pellet as thin as possible in order to reduce the thermal
resistance. Thus, present collector pellets are 5 mils thin and upon
alloying produce a recrystallized region of about 1 mil thickness. '
Urder optimum alloying conditions, the design works satisfactory.
Hocwever, in practice one finds that allcyiﬁg conditions frequently
prevail on the manufacturing line so that the 16 mil thick emitter pellet
alloys well whereas the 5 mil collector pellet alloys quite poarly.
Typically, there i1s an abundance of small regions where no recrystallized
region is apparent, Hundreds of‘ sections support this statement. The
difference in the quality of allaying is clearly attributable to the
thickness of the respective indium pellets, Unavoidably, some regions
cf germanium are wetted by indium at a somewhat.‘. lower temperature than
are others. Where there is enough indium backing this is of no great
concern because as the alloying temperature is raised there is sufficient
indium available to wet the remaining regions and small differences in
the thickness of t:e recrystallized regions tend to be eliminated. However,
vhere only a small thickness of indium :i_.s present, the germanium region
which wet first .will dissolve all available indium and germanium regions
which potentially could be wetted -at a higher temperature will remain
unwet*ed because of a lack of indium.

A non-uniform collector region produces non-uniform current flow
which compromises the reliability of a transistor under operating conditions.
For a given level of total current the defective regions in the collsctor

carry abnormally high current densities and develop hot spots which may

32.
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lead to burn-out., For a given reverse voltage, the defective collector

regions generate higher currents or in some cases break down prematurely.

Hence, reverse characteristics are soft and the emitter-base floating

potential is high.

For all of the above reasons, a number of experiments were run

comparing 5 mil and 10 mil thick collectors.

As expected, the quality

of alloying was much improved in that a substantial reduction in unwetted

regions was found, Electrically, most of the emphasis was put on the

measurements of BVces because it 1s a sensitive measure of the occurrence

of hot spots as indicated by burn-out or 'ballooning'.

tabulated below. Only those transistors are included which had BVces

The results are

> 50 volts, The number of such transistors in each experiment and the

percent of units which burned out or ballooned at a collector current

Ic< .8 a are shown.

5 mil Collector

10 mil Collector

Experiment # allooners nits ooners
69 30 83 67 40
70 72 61 77 32
71 I 6L 73 Lb
73 -- - 107 35
75 60 53 135 36
76 23 61 51 69

A similar breakdown follows for units ballooning at Ic &£ .5 a.

33.
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5 mil Collector 10 mil Collector

Experiment # Units X Ballooners # Onits % Ballooners

69 30 Lk 67 18

70 72 33 77 18

71 (" 39 13 32

73 - - 107 1k

75 60 L2 135 25

76 23 L8 51 21
Pilot Run 500 14.6 500 11.2

Totalling all experiments, but excluding the pilot run, we had
162 ballooners or burn-outs (63%) at Ic & .8 a and 104 (LO) at Ic & .5 a
in a total of 259' transistors with 5 mil collectors. This compares with
215 ballooners or burn-outs (37%) at Ic £ .8 a and 120 (21%) at Ic{ .5 a
in a total of 582 transistors with 10 mil collectors.

Dice from the same material were used in experiment 76 and the pilot
run. Thus, the material had nc bearing on the large percentage of ballooners
in the former and the small percentage of ballooners in the latter. The
differences can be accounted for by the quality of alloying.

Data on Icbo are far less complete and also harder to interpret since
it is affected by many factors such as etching, final surface treatment,
condition of drying oven and dessicants. Distributions of floating potential
favor the 10 mil collector.

Sfi.x more pilot runs of 500 transistors each are planned, one of which
has been started. After results have been analyzed a decision will be made

whether 10 mil collectors are to be introduced into the line.
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III-7 HANDLING IN PRODUCTION OF TRANSISTOR SUB ASSEMELIES AND PIECE PARTS

The reliability of transistors unavoidably is affected by the amount
of handling and the care expended in handling. This is true for welded
transistors: units are dropped and Jarred with a resultant possibility
that dice crack; during insertion into test equipment, leads are bent
and may crack the giass-to-metal seals. The same is true to a far greater
extent for the transistor before it is welded where careless handling
will result in the introduction of contaminants. In the absence of
mechanization proper jigging must therefore be designed which will reduce
the amount of handling to a minimum.

The most critical period of handling is between the final surface
treatment and encapsulation. At present the units are removed from the
finai rinse on bars which carry i0 units. The devices are removed from
the bars and placed on wire mesh trays which are run through a drying
furnace. The units are then removed from the tray by an operator one at
a time, placed in a fixture for fusing clips, and then replaced by the
operator. At the testing stations the units are again removed from the
trays, tested and replaced. Finaliy, during cap welding an operator
picks up each unit and places it on the welder.

After final surface treatment, each unit is thus handled a total of
six times by four different operators.

Although as much care as possible is taken during these handling
operations, there is always the chance that some contaminants will come
in contact with the units.

In order to reduce the amount of handling and make it less susceptible

to contamination a scheme was worked out by which the units can be placed

35.
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on a carrying rack and tested and fused on the same rack. A special

jig has been designed and built for blowing the clips while they remain

in the tray. This jig is shown in Exhibit 31. A similar jig, shown in
Exhibit 32, was built to test the units without removal from their carrying
tray.

With the new method, units are loaded onto the special trays as they
are removed from the etch bars. They are dried, fused, stored and tested
on these trays. The welder operator rdmoves the units from the tray by
the terminals and places them on the welder. The operation now has only
two handiing steps by two operators instead of the originai six steps by
four operators.

As an interim solution some of our present wire mesh trays have been
teflon coatéd so as to make feasible the testing and clip fusing of units
whiie being mounted in the trsay. There are two drawbacks to this arrange-
ment: 1) Units sit in the tray with the germanium facing up. Hence, dust
can drop on parts which are to be later encapsulated. 2) During transfer,
units have to be picked up by the ears. Since transfer is done by hand the
danger exists that sometimes a critical part of the transistor is acociden-
tally touched.

These objections are met by a newly designed aluminum trsy. Here,
transistors are mounted with the germanium facing down. Hence, transistors
can be handled by their external leads.

Both systems of handling are at present being evaluated on the line,
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111-8 COMPARISON OF LIFE TESTS AND ANALYSIS OF FAILURES

A homogeneous group of 3,000 transistors was assembled in production

for the purpose of submitting the transistors to life tests, storage, step-

. stress and operating, under various stresses. It was hoped that these tests

would throw some light on the occurrence of new fallure modes as stresses
are increased, and also that valid correlations could be established. In
the following only those tests will be discussed in which a reasonable
number of test hours have been accumulated, i.e., 350 units with 1,000

hours of storage at 95°C, 500 units with 1,000 hours of storage at 125°C,

and 300 units with 336 hours of storage at 145°C. The results are presented
graphically as distributions of Ico and Ieo, both measured at 60 volts, as

a function of time (see Exhibits 33 (95°C), 3L (125°C) and 35 (145°C).
Similar plots for Ib were omitted since virtually no failures occur in

this parameter.

Before analyzing the data it should be kept in mind that all
transistors received a 100 hour bake at 125°C prior to being put on life
test. This bake is a normal part of our process.

A comparison of the 95°C and the 12560 distributions shows only a
very slight difference. In both cases, there is a shift towards
higher values of Ico and Ieo as the test progresses from O to 1,000 hours,
Simultaneously there is a distinct broadening of the distributions., These
trends are also evident from Exhibits 36 and 37 where the median Icbo and
Iebo are plotted as a function of time for the three tests under discussion.

The broadening of the distributions is due almost entirely to a very
gradual updrift of Icbo and Iebo values. At 95°C, the drift is sufficiently

slow so that the tail of the distribution is well within the permissable

37,




po—

Prenei  pm—y patw ey

et

limits at 1,000 hours. At 125°C, on the other hand, the drift is somewhat
faster and as a consequence the tail of the distribution at 1,000 hours
comes dangerously close to the limit. Nevertheless, hardly any failures
generated at this temperature during 1,000 hours are due to a gradual
drift. Rather, the falled units characteristically are relatively stable
for a long period of time and then rapidly drift out of specification.
This is evident from Exhibit 38 where all failures, Icbo as well as Iebo,
at 125°C are plotted as a function of time. Of the 6 failures only one
is due to a slow drifter.

As the time on storage at 95°C or 125°C is extended beyond the 1,000
hours or alternately if the slow drifti;xg process is accelerated by
storage at higher temperature it should be expected that the tail of the
distribution will eventually drift beyond the limits. This is seen to
occur at 145°C storage (see Exhibit 35). From the distributions of Icbo
and Iebo it is evident that the rate of drift is accelerated, and that
the distribution broadens substantially over short periods of time.

The median Icbo and Iebo increases rapidly (see Exhibits 36 and 37).
BExhibit 39 which plots Icbo and Iebo of the defective transistors as a
function of time shows that 5 out of 15 failures represent slow drifters.

Further evidence that a significant percentage of the failures are
in the tail of the distribution is presented in Exhibit L4O. Accumulative
distributions of Icbo at 100 and 336 hours of 145 C storage are shown on
log versus probability scales. The distributions are again normal, as
previously found for Silane coated units. This demonstrates that a
major failure mechanism is not just "occasional" but is operative in

the degradation of the whole lot.
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The question arises whether slow and fast drift is governed by the
same mechanisms., As far as Icbo is concerned, we have established that
both types of drift are purely surface phenomena. A very short etch, for
instance, almost invariably reduces the leakage.as shown in Exhibit Ll.

In this case, storage at 1L5°C resulted in a severe deterioration of the
Icbo distribution. The transistors were opened and etched electrolytically
for 30 seconds. This largely restored the original distribution.*

Nevertheless, there may be differences not only of degree but of a

more fundamental nature. One might speculate that in the case of fast

drift the die starts out relatively clean and becomes contaminated only

after extended storage, the contamination originating from the package.
The reason the collector junction is affected more frequently by this
type of drift than is the emitter Jjunction may be found in the fact that
the former is less protected by CaSQ, powder than the latter, In the

case of slow drift, on the other hand, the contamination may, to varying

* Severe deterioration during storage occured also in the Iebo distribution
(Exhibit L1). Just as in the case of Icbo, re-etching brought about some
improvement in Iebo., More striking, however, is the number of failures
generated at thi'a stage. ,
Unfortunately the units were damaged accidentally after re-etching ‘
and so it was not possible to analyze the failures. They may very well ‘ ,
have been due to threads of indium which, having been undercut by the
excess etching, extend across the junctions so as to effectively shunt
it with a resistance, which cculd have a wide range of values depending
on the geometry of the shunt, An effect of this type has been occasionally
observed (Exhibits 42 and 43),
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degrees, be present on the die from the start,

As far as Iebo is concerned the situation is different. Failure
due to slow drift is less frequent. Re-etching of :fast drifters as a rule
fails to reduce leakage indicating that we are not concerned with a surface
effect in the above sense. In some instances the source of trouble has
been identified as a finger of indium bridging the junction. (See Exhibits
L2 and L43.) In other instances a thin conducting f£ilm of undetermined
material covers a part of the region between emitter and base ring which is
quite etch-resistant.

At 145°C a failure mode appears which has not so far been observed at

9500 and 125°C, namely open emitters. The occurrence of open emitters during

" 45°C storage is not suprising. The indium emitter is soldered to a tin

‘plated brass tab. If, during soldering, the concentration of tin in liquid

indium exceeds about 5%, then the tin-indium alloy will remelt around 145°C.
Jarring of transistors as they are taken out of the 145°C oven may therefore
open up the bond between the emitter and the tab, particularly if wetting
was poor to begin with. In the following, the open emitter failures will

be disregarded since they represent a failure mechanism which is not active
at 95°C.

At temperatures above 145°C, another failure mechanism was observed, i.e.,
cracking of dice. The units in question were a part of a group on step-stress
tests. Temperature was the stress, the maximum temperature being 240°¢c.

After the test all units with high floating potential were opened up,
amalgamated and etched, Two of the 25 units had cracked dice. It is rather
puzzling why dice which have been soldered at 400°C subsequently crack at

much lower temperatures. Conceivably thermal shock could crack very badly

stressed dice.

Lo.
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So far, six failure mechaisms have been discussed, i.e., 1) fast
drift at all temperatures, 2) slow drift at 125°C and higher, 3) films in
the region between emitter and base ring at 125°C, L) emitter shorting at
and above 145°C, 5) emitter opens at and above 145°C and 6) cracked dice above
145°C, It is always difficult to establish whether a failure mechanism has
a true threshold stress. However, for physical reasons, as discussed above,
it is probable that emitters will not open up at temperatures appreciably
below 1)4500. Failures due to slow drift have so far only been seen at 12S°C
and higher temperatures. It is virtually certain, though, that they will
appear at 95°C as well after a sufficiently long time. Whether emitter shorts
and cracked dice will appear below 145°C, or films below 125°C, remains to be
seen,

Failure rates normalized to %/1,000 hours have been compiited for these
tests as a function of time so as to find out whether similar trends oecur
for storage at 95, 125 and 145°C. Since only one transistor has so far
failed at 95°C according to the specified failure criteria, the following

tighter criteria were adopted for the purposes of this comparison. .

Initial Final
Icbo @ 60 V X m Zme
Iebo @6 V £ 2ma Z 3ma

Ib @ Icw2a,Vces2V £ 100ma {150ma
Transistors with open emitters were not included in the failure rates.
Results are tabulated below.

L.
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Failure Rate in /1000 Hours

Time at Lifetest (hrs) at  95°C 1255 1459
' 2y — — 29.8
72 mme cmee- 23.2

112 2.54 3.7 21.0

.22l — —— - 17.8

336 1.97 1.65 15.9

670 1.35 1.38 ———-

1000 .98 1.5 ———

At all three temperatures, the fallure rate decreased with time.
However, detaliled interpretation in hampered byr the fact that even with
tightened failure criteria the number of failurcs at 95°C and 125°C is
not large enough. For instance, the failure rates: atill2:hours were
based on 1 failure out of 350 for the 95°C group and 2 failures out of
500 for the 125°C group.

It is interesting -that from 0-670 hours there is virtually no difference
between the 95°C and the 125°C greoups. In part this is due to the fact that
all groups were pre-baked at 125°C prior to the storage tests. In part, it
is due to statistical fluctuations. The general picture will become clearer
as more life test results become available.

The situation is different if the below failure criteria are used which
are identical with the specified eriteria in: Icbo and Ib and somewhat tighter
in Iebo,

Initial Final
Icbo@ 60V £ 3ma £ bma
Iebo 8 60 V 4 3ma £ 6ma
Ib @ Icw2a,Vcem2V ¢ 100ma £ 150ma
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Failure rates, again normalized at %/1,000 hours, are

Storage temperature 959C 125°C 145°C

Failure rate/1,000 hours .097% 2,14% 10.7%

The failures are based on the following: at 95°C, 350 transistors at
1000 hours storage, 350 transistors at 670 hours storage, LOO transistors
at 336 hours storage for a total of 719,000 transistor hours. At 125°C,
250 transistors at 2000 hours storage and 250 transistors at 1000 hours
storage for a total of 750,000 transistor hours. At 145°C, 300 transistors
at 336 hours for a total of 102,000 transistor hours.

If the failure rate for the group at 125°C had been computed at the

1000 hours storage point for all 500 transistors (500,000 transistor hours)

the result would have been .82%/1000 hours. Thus, the failure rate increases

drastically beyond 1000 hours of storage. The increase in failure rate is
due in part to units drifting gradually out of specification, Irrespective
of which figures are used, it is evident that the fallure rates on our
transistors increase rapdily with storage temperature. In part, the rate
of increase is associated with the desiccant (see Section III-L), and it
will be interesting to find out whether the rate can be reduced by the use
of different dessicants such as molecular sieve. -
Iwenty-four transistors from the same lot of 3,000 transistors were
put on a step-stiress test. The stress was temperature, the steps beirg
20°C, starting at 140°C and rumning to 240°C. The transistors were held
at each temperature for 22 hours. Temperature'vu controlled to % 1°C.
Since indium melts at 155°C, transistors were not moved from the oven until
they had cooled to well below that temperature. The following failure

criteria were used:
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Icpo @ 60 V > 6ma

Iebo @ 60 V 7 6ma

Ib @ Ic=2a, Vecs2V 150ma

Exhibit 4L is a plot on probability paper of failure rate versus 1/T.
The data can be fitted quite well by a straight line indicating that
substantially the same failure modes are encountered in the temperature
range 140°C - 240°C. Failure analysis indicated that two transistors had
cracked dice at the end of the test. A breakdown of detogtivea it given
temperature is given below by Icbo, Iebo and Ib,

Temperature, 0°C Icho/60V Tebo/60OV Ib/Ics2a
Wo — —- —
160 1 —a—as S
180 6 1 ——
200 10 1 2
220 12 6 2
240 17 9 2

This illustrates vividly that at this time the collector and emitter
Jjunctions are a far greater source of failure than Ib. The same conclusion
is drewn from the breakdown of defectives after 336 hours at 1L5°C, i.e.,
omitting the dpen emitter faiiure,uthere were 11 failures in Icbo, 9 fallures
in Iebo and only 1 failure in Ib.

In these as well as in other storage life tests, attempts have been
nade to find a correlation between initiel distribution and the failure rate.
Such attempts have invariably been unsuccessful. For inatance, in one
experiment (#17) consisting of 340 units, 34 developed Ico's 3 Lma at 60 volts
during 333 hours of storage at 145 C. These "failures" had at sero hour a




median value of 0.25ma and a distribution very similar to that for the

total 340 units. Again in another experiment (#13) in which sealing was
done in two stages, those units sealed in the first stage show a better

zero hour distribution than those sealed in the second stage. However,
after storage for 168 hours at 145°C there are a significantly larger mmber
of failures among the second lot. Thus, the failure rate does not depend on
the initial Ico distribution,

Ls.
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IV CONCLUSIONS

The following conclusions are drawn from the work during the third

quarter,

_1_. At the end of the second quarter we stated that in the comparison
between conventionally rinsed and Jet rinsed transistors no
significant differences were observed as far as initial (i.e., prior
to life test) distributions of electrical parameters were concerned.
It is now conlcuded that the same is true in regard to performance
during 145°C storage test.

Bakes prior to encapsulation in dry oxygen at 100°C give superior

o

results both, initially and during storage test, in that frequency
distributions of electrical parameters are tighter and fewer
fallures are generated. Bakes in dry nitrogen produce almost as
tight distributlions but result in more failures. Bakes in dry
ambients at 150°C and bakes in wet ambients at 100°C tend to
produce higher leakage and more scattered distributions.

Transistors were coated with silane by the method described in

w

the second quarterly report. Coated and uncoated transistors
have very similar distributions of electrical parameters before
life test. During storage at 145°C, the gain of coated transistors
tends to increase while the gain of non-coated transistors generally
decreases. As far as emitter and collector leakage are concerned,
no difference is discernible between coated and uncoated units.

N Coated and non-coated transistors show distinctly different behavior
when exposed to a high relative humidity ambient. Leakage of
coated units tends to remain the same as in a dry ambient while

the leakage of uncoated units increases on the average. However,

L6,
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these trends are far from uniform. Some uncoated transistors hardly
change on transfer from the dry to the wet ambient. and, in gensral,
the effect of humidity is far greater on the collector junction

than on the emitter junction.

A novel method of introducing helium into the package for purposes

of leak detection represents a substantial improvement over the
previously used method and will be incorporated into production as
soon as the equipment becomes available. |

It was discovered that our desiccant, calcium sulphate, sometimes
behaves erratic, and steps have been taken to control it more closely.
Very encouraging results have been obtained with molecular sieve

both, initially and particularly during high temperature storage.

An internal clip of new design has been compared with our present
clip., We conclude that the new design greatly improves the alignment
of the die on the dimple., However, there is still some difficulty
due to non-uniform electro-plated tinning of the clip which results
in poor solderipg between clip and base ring. A batch of tin-clad
clips is on order. In addition it was found that a further improvement
results from placing weights on the clips during soldering.

From a comparison of collector pellets, 5 mils and 10 mils thick,

it is concluded that the latter alloy more easily. On the average,
therefore, 10 mils thick pellets produce more uniform junctions

than the 5 mils thick pellets which are now being used, Elactrically,
the more uniform junctions result in fewer hot spots, fewer abnormally
high floating potentials and probably also in lower leakage, though
evidence on the latter point is not conclusive presumably on account '

of masking effects.

L7.
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Storage test data at 95°C, 125°C and 145°C have been accumulated

for a homogeneous lot of 3,000 transistors. Using the failure

criteria
Icbo @ 60 V ) éma
Tebo @ 60 V > bma

Ib @ Icw2a, Vces2V > 150ma
we find the following approximate failure rates

Storage Temperature Failure Rate Transistor-Hours
Y ~%/I000 hours
95 .1 719,000
125 1.0 500,000
145 11.0 - 102,000

A. all these temperatures the normalized failure rates decrease
during the first four hundred hours of storage. At 125°C, the
failure rate goes through a minimum at about 700 hours, and then
increases with time. Similar effects will undoubtedly show up

at other storage temperatures as well,

Failure analysis revealed a number of failure modes such as "slow"

and "fast" drift, conductive films in the region between emitter and

base ring, shorted emitters, opening of the solder joint between
emitter and tab and between base ring and tab, and cracked dice,
Some of these modes have so far only been observed at relatively

high storage temperatures,

The most common failure mode at 125°C is "fast" drift. At 95°C only

one failure has so far been observed and hence no general statements

can be made. For a discussion of failure modes at higher storage
temperatures refer to the text.

L8.
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PROGRAM FOR NEXT QUARTER

1 Initial and life test data indicate that jet rinsing is elther
ineffective or that its effects are being masked. Hence, no
further work on jet-rinsing is plamned for the next quarter.
Instead, we will work towards an improvement of our etching
procedure.

Bakes in dry oxygen at 100°C have given superior results. Further

I~

work along these lines is plamned, and on the basis of further data
a decision will be made as to whether the process will be incorporated
into production.

Transistors will be silane-coated according to the new procedure

Iw

described in the text, and results will be evaluated.

1=

Further efforts will be made to tighten control on our present
dessicant. In addition, pilot runs are planned with molecular
sieve. At the end of the fourth quarter it should be possible to
make a decision as to which of the two dessicants is to be used

in production.

[\%,%

Several pilot runs are planned with the redesigned clip. If the
early favorable results are confirmed, then it is anticipated that
the new clip will become a standard piece part during the fifth

quarter.

jo

Six pilot runs are being run in a comparison of our present 5 mil
thick collector and the proposed 10 mil thick conectoz;. If the
early favorable results are reproduced, preparation for a switch-
over will be made during the latter part of the fourth quarter, and

the 10 mil thick collector will become a standard pilece part during
the fifth quarter.

L9.




l Some changes in the handling of piece parts and sub-assemblies will
be made dwring the fourth quarter. This represents,of course, a
continuing program, and further changes during the later quarters
are to be expected.

g Equipment for helium leak detection in on order and the improved

procedure desciribed in the text will be introduced during the
fourth quarter.

VI PUBLICATIONS AND REPORTS

No publications and reports have resulted from or about this contract.

VII IDENTIFICATION OF TECHNICIANS

No changes in personnel occurred as between the second and third

quarter.

Egineergs Hours

During the quarter, 1,287 hours were expended by salaried personnel;

921 hours were expended by hourly personnel,

50,
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VIII LIST OF FIGURES

Exhibit 1  Distributions of Icbo at O, 72 and 168 hours of 5%
storage for transistors with blown and cut clips.

2-A Distributions of Icbo and Iebo at O, 168 and 333 hours
of 145°C storage for jet rinsed transistors. Rinsing was
stopped when the resistivity of the outlet water reached
a predetermined level.

2-B Distributions of Icbo and Iebo at O, 168 and 333 hours
of 145°C storage for transistors which were jet rinsed
for 10 seconds.

3 Distributions of Icbo and Iebo at O, 168 and 333 hours
of 145°C storage for transistors which were treated as follows:
hot jet rinse versus cold jet rinse, both followed by drying
in nitrogen.

L  Distributions of Icbo at O, 168 and 333 hours of 145°C storage
for transistors with the following treatments: standard rinse
versus Jjet rinse.

S Distributions of Icbo at 168 and 333 hours of 145°C storage
for three groups of transistors: controls, units baked in
dry oxygen at 150°C and units baked in dry nitrogen at 150°C,
Baking took place Just prior to encapsulation.

6-A Distributions of Icbo at O hours for three groups of transistors:
controls, units baked in dry oxygen at 100°C and units baked
in dry nitrogen at 100°%.

6-B Distributions of Icbo at 333 hours of 145°C storage for the
three groups of transistors showm in Exhibit 6-A,

7-A Distributions of Iebo at O hours for the three groups of
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Exhibit

1-B

8-A

9-A

9-B

10

12-A

12.B

13

transistors shown in Exhibit 6.-A.

Distributions of Iebo at 333 hours of 145°C storage for the
three groups of transistors shown in Exhibit 6-A,

Distributions of Icbo at O hours for two groupes of transistors:
units baked in dry oxygen at 100°C and units baked in wet
oxygen at 100°C.

Distributions of Iebo at 333 hours of 1459C storage for the
two groups of transistors shown in Exhibit 8-A,

Distributions of Iebo at O hours for the two groups of
transistors shown in Exhibit 8.A.

Distributions of Iebo at 333 hours of 145°C storage for the
two groups of transistors shown in Exhibit 8-A.

Percentage of transistors having Icbo> 1 ma @ 60 volts for
11 groups which were welded consecutively.

Distributions of Icbo at 0, 168 and 333 hours of 145°C storage
for two consecutively welded groups of transistors denoted as
Seal 1 and Seal 2.

Distributions of Icbo at O hours for two consecutively welded
groups of transistors denoted as Seal 1 and Seal 2.
Distributions of Icbo at 168 and 333 hours of 145°C storage for
the two groups of transistors shown in Exhibit 12-A.
Distributions of Icbo and Iebo for transistors after burn-in
and after a subsequent half minute etch,

Distributions of Icbo for two groups of transistors before
welding and after burn-in, One group Was etched 1% minutes

and the other group was etched in steps of 1% minutes plus

52.
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Exhibit 15

16

17

18

19

20

21

22

23
2L

25

26

27-A

an additional % minute.

Distributions of Iebo at zero hours for two groups of
transistors: controls and silane coated units.
Distributions of Iebo at 100 hours of 145°C storage for the
same groups of transistors shown in Exhibit 15.
Distributions of Icbo at zero hours. for the same groups of
transistors shown in Exhibit 15.

Distributions of Icbo at 100 hours of 145°C storage for the
same groups of transistors shown in Exhibit 15.
Distributions of Ib at O and 3Lk hours of 1L45°C storage for a
silane coated and a control group of transistors.
Distributions of Icbo and Iebo at zero hours for a silicate
coated and a control group of transistors.

Distributions of Icbo and Iebo at 344 hours of 145°C storage
for the two groups shown in Exhibit 20.

Distributions of Ib at O and 3Lk hours of 1L5°C storage for
the groups shown in Exhibit 20.

Scattergram of Icbo in a dry and wet ambient.

Scattergram of Icbo readings after 1)45°C storage and after
additional 30 days of room temperature storage.

Distribution Normality Test of Icbo at 0, 100 and 270 hours
of 145°C storage.

Distributions of Icbo and Ib for two groups of transistors:
units containing CaS0), and units containing molecular sieve
pellets,

Average Icbo and Iebo as a function of storage time at 1u5°c
for transistors containing CaSO,_‘ and transistors containing

53.

A i B

P

e e s %




Exhibit 27-B

284

28-B

29

30

31

32

33

3L

35

36

37

molecular sieve pellets,

Average Ib as a function of storage time at 145°C for the
groups of transistors shown in Exhibit 27-A.

Distributions of Icbo at O, 48, 168 and 333 hours of 1L45°C
storage for the transistors containing CaSO) which were shown
in Exhibit 27-A.

Distributions of Icbo at O, 48, 168 and 333 hours of 1L45°C
storage for the transistors containing molecular sieve pellets
which were shown in Exhibit 27-A.

Drawing of redesigned internal clip,

Drawing of redesigned internal clip modification. The tip of
the emitter tab is bent 90°, |

Drawing of a jig designed to fuse the clip.

Drawing of a Jig designed to test open transistors.
Distributions of Icbo and Iebo at 0, 112, 336, 670 and 1000
hours of 95°C storage.

Distributions of Icbo and Iebo at O, 112, 336, 670 and 1000
hours of 125°C storage. Transistors are from the same
homogeneous lot as those in Exhibit 33.

Distributions of Icbo and Iebo at 0, 24, 72, 112, 224 and 336
hours of 1459C storage. Transistors are from the same
homogeneous lot as those in Exhibit 33.

Median Icbo versus storage time at 95°C, 125°C and 145°C. The

medians were calculated from the data shown in Exhibits 33 to 35,

Median Iebo versus storage time at 95°C, 125°C and 145°C. The

medians were calculated from the data shown in Exhibits 33 to 35,

5k,
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Exhibit 38  Readings of Iobo and Iebo versus time for the transistors
which failed during 1000 hours of 125°C storage. The data
are derived from Exhibit 3L,

39 Readings of Icbo and Iebo versus time for the transistors
which failed during 333 hours of 145°C storage. The data
are derived from Exhibit 35.

4O  Distribution Normality Test of Icbo at 100 and 336 hours of
145°C storage. The data are derived from Exhibit 35.

ll  Distributions of Icbo and Iebo before storage, after 1L45°C
storage and after a half minute etch subsequent to storage.

L2 Microphotograsph of a strand of indium bridging the emitter
Junction. Also shown are twe incipient strands of indium,

43 Microphotograph showing details of a strand of indium which
bridges the emitter junction.

Ly Plot of accumulative failure rate versus 1/T for a step-stress
test of transistors from the same homogeneous lot as those in

Exhibit 33.
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